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Sewing machine needles

vyt
i 3t

TR




%Ei&d)ﬁ (7/\"D)bo77“/5“—93‘/-1ﬂf—%/

SEWING TROUBLE and COUNTERMEASURE -Needle for thin‘fabrics sewing (Apparel » Underwear « Sportswear ) -
WHOPEREES  ~ SRR (RIS RGN - TR ~

3\
cSO
TROUBLE
HEHIRIRE

tin

Fabric Yarn Breakage
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Insuitable Point Size and Thickness
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Insuitable Thickness
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Needle Penetrates up to Shank Taper
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Needle Deflection « Poor Loop Formation
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High Friction/ Resistance between Needle and Material
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Down clinging to Needle
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Inside Down Leaks out from Fabric Yarn Breakage Hole
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Needle Line
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Twill Weave/ Sateen Weave
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Loose Woven Yarn
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Pulling Linings out of Needle Holes
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Gum Protrusion
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Twist Displacement of Woven Yarn
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Sequins Breakage
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Sequins with a Small Hole
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Needle Penetrates up to Shank Taper
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SEWING TROUBLE and COUNTERMEASURE -Needle for thick materials sewing ( Denim = Bag * Shoes « Furniture - Car Seat) -
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Trouble due to Wear and Point Damage
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Thicker Thread
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Genuine Leather
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Insuitable Thread Thickness
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Trouble due to Adhesion
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Interlining and Material Waste clinging to Needle
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Upper Thread Breakage
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Twist Displacement of Thread
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Needle Breakage
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Thick and Hard Material
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Worn and Damaged Point
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